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Result Analysis Report

Sample Name: SOP Name: Measured:
W12 - Average 20 grudnia 2013 16:27:19
Sample Source & type: Measured by: Analysed:
229 Turbiscan 20 grudnia 2013 16:27;20
Sample bulk lot ref: Result Source:
Averaged
Particle Name: Accessory Name: Analysis model: Sensitivity:
quartz Hydro 2000MU (A) General purpose Normal
Particle RI: Absorption: Size range: Obscuration:
1.544 0 0.100 to 1000.000 um 9.14 %
Dispersant Name: Dispersant RI: Weighted Residual: Result Emulation:
Water 1.330 0.655 % Off
Concentration: Span : Uniformity: Result units:
0.0081 %Vol 2739 0.878 Volume
Specific Surface Area: Surface Weighted Mean D[3,2]: Vol. Weighted Mean D[4,3]:
0.31 m. /g 7.286 um 16.192 um
d(0.1): 3.048 um d(0.5): 11.752 um d(0.9): 35.237 um
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